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Hummidity %

Index of uniformity %

Tenacity CN/tex

Linear density dtex

Content of shives %

Colour

PRODUCT SPECIFICATION

Upper Half Mean Length (UHML) mm

12

33.6

86.8

75.8

38.7

51.1

<2.0

Natural Grey


